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Baranov E.V., Shelkovnikova T.I., Khorina A.V. 
THE FEATURES OF THE PRODUCTION OF A CERAMIC BRICK OF LIGHT TONES 
Improving of the quality and expanding the color range of a face brick for domestic architecture is a very 
important task. The prospect in this direction is the technology of producing a face brick of a wide variety by 
three-dimensional coloring. The article presents the main factors influencing the colour formation and the 
features of a ceramic brick. The processes occurring during the clarification of a ceramic crock by introduc-
ing white-burning clay and chalk in the mixture are examined. 
Key words: three-dimensional coloring, ceramic brick of light tones, loam, white-burning clay, chalk.  
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