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Romanovich A.A., Voronov V.P., Meshcheryakov S.A., Apukhtina I.V. 
CALCULATION OF THE POWER REQUIRED FOR DESAGGLOMERATION PRESSED MATE-
RIAL IN THE PRESS-ROLLER GRINDER 
The paper presents an analytical study on the calculation of power consumption for desagglomeration mate-
rials, pre-crushed and pressed in a press roller grinder. 
Key words: press roller chopper, power, desagglomeration pressed materials. 
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