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n=3; p=0,95; tp,f =4,30. 
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Mostalygina L.V., Kostin A.V., ikulin D.I. 
SORPTION OF CADMIUM IONS BUSHY THALLI LICHEN FLORA ZAURALYE 
(CLADONIA SYLVATICA, C.CORNUTA) 
Contamination of the different objects of the environment of heavy ions, among which most dangerous are 
cadmium ions, continues to grow. We have studied as sorption media are two types of lichen genus cladonia: 
cladonia Forest (Cladonia sylvatica) and cladonia horned (Cladonia cornuta), very widespread in the Urals. 
Sorption equilibrium is established in the "lichen - model solution of cadmium salt" after 45 minutes. It is 
shown that cladonia horned exhibits a high sorption activity with respect to cadmium ions. For the first time 
carried out mechanochemical activation patterns of lichen. It is possible to increase the sorption activity of 
natural materials 3 times 
Key words: lichen, cadmium, adsorption, mechanical and chemical activation. 

 
 

 
E-mail:mlida59@rambler.ru 
 

 
 

 
E-mail:analyt@kgsu.ru 
 

 
 

 
E-mail:analyt@kgsu.ru  
 

 
 

 
E-mail:analyt@kgsu.ru 


