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Donchenko O.M., Degtev I.A., Tarasenko V.N. 
THE CRUCIAL ROLE OF THE MORTAR COMPONENT IN THE RESISTANCE  
OF THE MASONRY COMPRESSION FORCE 
Given the results of the hard deformation-stress condition of the mortar of the horizontal joints in the masonry 
in the force compression. Shows the main causes of their dramatic structural heterogeneity, causing bending 
and reduce the strength of rock in compression. The analytical dependence of the structural heterogeneity of 
the mortar bed from the strength of the solution for compression and tension. 
Keywords: structural heterogeneity, the efficiency of the stone in the masonry, stone bending, stress-strain 
state. 
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